TO: PCS COMPANY
PCS COMPANY 34488 DOREKA
FRASER M1 48026 U.S.A

QUALITY CERTIFICATE OF RAW MATERIALS STEEL
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This is to certify the material of A and B plates of PCS mould base of Series A before the

date undersigned have been produced consist of the following materials:

1.1730-Typical analysis at major chemical approximate content +%
C Si Cr Ni Mn Mo S W
0.50 0.35 -- - 0.80 - - -

P20B-Typical analysis at major chemical approximate content +%
C Si Cr Ni Mn Mo v Y
0.2 0.5 2.0 0.10~0.50 2.0 0.40 | 0.20 --

1.2311-Typical analysis at major chemical approximate content +%

C Si Cr Ni Mn Mo s | w .
0.37 - 1.9 - 1.45 0.2 - —
REMARKS:

1.Actual measurements may deviate from the data above due to the uneven distribution

of the chemical in the specimens and steel suppliers.
2.The sign "--" indicates "tiny amount". ]

Thank you for your kind attention and continued patronage.



